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II. Hydrolysis and Condensation of Non-silicates
(Transition Metals and IIIA Metals)
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transition metals

3A metals
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In the hydrolysis/condensation process, whether precipitation or gelation occurs, or 
whether polymeric sol or particulate sol is formed depends on:

 precursor properties  pH
 temperature  speed of mixing
 condensation kinetics  solvent: water/alcohol ratio
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